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BW – Lightfastness rating (6 – GOOD, 7 – VERY GOOD, 8 – EXCELLENT)

Derwent uses the Blue Wool test (ISO 105) to evaluate lightfastness. Lightfastness refers to the chemical stability of a pigment under long exposure to light.  
A scale of 1-8 is obtained, with values of 6 or higher being considered to be highly lightfast and, under museum conditions, will not fade for 100+ years.

PAINT PEN
Permanent, highly lightfast, opaque paint pens

 Palette #01   Palette #02   Palette #03   Palette #04  

 BW

 Lemon Yellow 7

 Middle Chrome 5

 Scarlet 7

 Primary Red 8

 Cranberry 8

 Magenta 8

 Violet 8

 Dark Blue 8

 Bright Blue 8

 Sea Green 8

 BW

 Ocean Blue 8

 Mint Green 8

 Mid Green 7

 Leaf Green 7

 Terracotta 7

 Concrete 8

 Graphite 8

 Black 8

 White 8

 Silver 8


